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Securely couple mold components to form
mold cavity
600

Inject liquid plastic into mold cavity
610

Pump coolant into porous medium
thermally coupled to mold cavity
620

Responsive to the temperature of the
injected plastic falling below a solidifying
threshold, decouple mold components
630

FIG. 6
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